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Magnesium  alloys,  while  boasting  light  weight,  suffer  from  a major  drawback  in  their  relatively  low
strength.  Identifying  the microstructural  features  that  are  most  effective  in  strengthening  is therefore  a
pressing  challenge.  Deformation  twinning  often  mediates  plastic  yielding  in  magnesium  alloys.  Unfor-
tunately,  due to the complexity  involved  in  the  twinning  mechanism  and  twin-precipitate  interactions,
the  optimal  precipitate  morphology  that can  best  impede  twinning  has  yet  to  be  singled  out.  Based
on  the  understanding  of twinning  mechanism  in magnesium  alloys,  here  we propose  that  the  lamellar
recipitate selection criterion
n-situ TEM

g alloy
echanical property
eformation twinning

precipitates  or the  network  of plate-shaped  precipitates  are  most  effective  in  suppressing  deformation
twinning.  This has  been  verified  through  quantitative  in situ  tests  inside  a transmission  electron  micro-
scope  on  a series  of magnesium  alloys  containing  precipitates  with  different  morphology.  The  insight
gained  is expected  to  have  general  implications  for strengthening  strategies  and  alloy  design.

© 2018  Published  by  Elsevier  Ltd on  behalf  of  The  editorial  office  of Journal  of  Materials  Science  &
Technology.
. Introduction

Lightweight magnesium (Mg) alloys are being actively pursued

or their energy saving potential in fuel intensive transport [1,2].
owever, the low strength of Mg  alloys seriously hampers their
road applications. The idea of age hardening, inspired by suc-

∗ Corresponding authors at: Center for Advancing Materials Performance from
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cess with Al alloys [3], has been widely applied to Mg alloys by
introducing precipitates to enhance the strength. However, the
strengthening effect is unsatisfactory [4] (Fig. S1). Different from Al
alloys whose plasticity is governed exclusively by dislocation slips,
yielding of Mg  is usually subsidized by both dislocation slips on
basal plane and deformation twinning (DT) on

{
101̄2

}
plane (Fig.

S2) [5]. The suppression of both basal slip and
{

101̄2
}

DT is neces-
sary in strengthening Mg  alloys. For basal slips, the resistance from
precipitates can be well quantified by Orowan model [6–8] and the
strengthening effect is reliable [8–13]. However, from the experi-

mental point of view, a consensus has yet to be reached whether
the

{
101̄2

}
DT can be effectively suppressed by precipitates [9–15]

(Table S1). Although a few microscopy studies suggested that twin
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an be arrested by precipitates [16–19], they could not tell if twin
an move again to pass through those precipitates, and how much
tress increase would be needed for that to occur. The theoreti-
ally predicted best precipitates for blocking DT are prismatic plates
4,20], but DT can not be reduced by such precipitates in some
xperiments [10,14]. With readily activated

{
101̄2

}
DT, Mg alloys

till suffer from low strength [21]. Therefore, an effective precipi-
ate morphology that can impede

{
101̄2

}
DT to a great degree is

ressingly needed for developing high strength Mg  alloys.
The present work was inspired by an atomistic understanding

f twinning mechanism in Mg.
{

101̄2
}

DT can grow through the
igration of basal-prismatic interfaces (BP) [22–25] and the twin

s then not restricted on the
{

101̄2
}

plane [26–28]. This facilitates

he growth of
{

101̄2
}

twin in a flexible manner (with liquid-like
haracteristics): when a part of the twin is pinned by precipi-
ates, the other parts can still migrate via BP migration. A hint
f this phenomenon is that the twin boundary is always curved
hen it intersects with precipitates [7,16–19,29,30]. As such, we
ypothesize that if the precipitate entails a high aspect ratio (like a
all), or the precipitates connect with each other to form a three-
imensional network, the expanding twin would have a hard time
ypassing or engulfing such an obstacle. When twinning becomes
ifficult, non-basal dislocation slips that originally do not come into
lay would necessarily become activated (Fig. S3). Fig. 1 outlines
his proposed strategy for the selection of precipitate morphology
n Mg  alloys.

. Material and methods

It is however difficult to validate the strategy as proposed in
ig. 1, using conventional experimental methods. This is because
n bulk samples there are multiple obscuring factors that would

ake the result ambiguous, including the simultaneous activa-
ion of multiple deformation modes that interact (DT, basal and
on-basal slips) [31], varying grain size and crystal orientations of
ifferent proportions, non-uniform spatial distribution of precip-
tates, as well as the frequent occurrence of detwinning. In order
o pinpoint the obstructing effect of each type of precipitate mor-
hology on

{
101̄2

}
DT, we tested inside a transmission electron

icroscope (TEM) a series of Mg  alloys, each being a microscale

Fig 1. Criteria for precipitate morphology selectio
 & Technology 34 (2018) 1061–1066

sample containing only a specific morphology. Since it is difficult to
obtain all morphologies for a specific precipitate phase at one alloy
composition, we  used several alloys, including Mg-Al (AZ31), Mg-
Zn (ZK60 and Z6), Mg-Y-Nd (WE54) and Mg-Gd-Y-Zn (GWZ931),
to cover the whole range of shape of precipitates, such as particles,
rods, plates and lamellar precipitates (Fig. 2). In order to exclude
the effect of different solute species, precipitate phase/composition
and lattice constant (e.g. c/a ratio), whenever possible we directly
compared the twinning behavior and mechanical data from a same
alloy system. To avoid the interference from basal slips, the com-
pression loading axis for all the tested samples is aligned in parallel
with the basal plane to ensure the dominancy of

{
101̄2

}
DT.

3. Results and discussion

3.1. Microscopy observations

As shown in Fig. 2(a) and (b), and (Supplementary Materials)
S4-S6, DT in pillars with dispersed particles, rods or nano plates
behaved similarly to that in pure Mg  pillars: a twin formed at the top
of the pillar and finally engulfed almost the entire pillar. The densely
distributed precipitates neither blocked twin growth, nor divided
the twin into smaller pieces. The DT behavior was quite different
when the precipitates were connected to each other. Fig. 2(c) shows
a WE54 pillar where the precipitate formed a network: no twin
could be detected. During compressive loading, the pillar under-
went obvious plastic deformation, but the latter must be mediated
by non-basal dislocation slip (see Fig. S3 for possible slip systems).
This is in stark contrast to the test on another pillar containing two
isolated plates fabricated from the same WE54 sample. In such a pil-
lar, when applied stress reached a critical level, twin was  nucleated
and expanded towards the root part of the pillar (Fig. S7). Sim-
ilar suppression of DT could also be achieved in GWZ931 pillars
containing long-period-stacking-order (LPSO) lamellae (Fig. 2(d)).
After this pillar was  shortened along the axial direction by ∼7%,

only two  small volumes were twinned. In contrast, in the test on
another pillar containing less LPSO lamellae that was  fabricated
from the same GWZ931 sample, twinning still dominated the plas-
tic deformation (Fig. S8). With the increasing volume fraction of

n in the design of high-strength Mg alloys.
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Fig. 2. In-situ TEM observation of the deformation behavior of Mg alloys with different precipitate morphology. Top row, bright field Scanning Transmission Electron
Microscope (STEM) images showing initial samples. Bottom row, dark field TEM images showing deformed samples. In (a) ZK60 pillar with particles, (b) Z6 pillar with
r n (c) W
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ods  and a small number of nanoscale plates, almost the entire pillar is twinned. I

ignificantly suppressed. Compressive loading was along the pillar axial orientation

irection is parallel to the basal plane in (a), (b), (d), and is parallel to the c-axis in (

PSO lamellae, we found that twinning was generally reduced and
nally eliminated (Fig. S9).

.2. Mechanical responses

Next, we analyzed how precipitates influenced the measured
tress-strain curves. Fig. 3(a) displays stress-strain curves of ZK60
illar containing particles (red), Z6 pillar containing c-axis rods
blue), and pure Mg  pillar (green). The curves of ZK60 and Z6 pillars
xhibit a similar shape, and the flow stresses are at the same level.
ccording to the in situ videos (Supplementary Video S1 and S2), in
oth pillars twinning set in when stress reached ∼350 MPa. After
hat, twin thickened in a jerky way, as manifested in the stress-
train curve by several small strain bursts. From the in situ videos,
hese strain bursts and stress dropping appeared to correspond to

 breaking away of the twin boundary from precipitates, reflecting
he obstructing effect of precipitates on twin boundary migration.
his is different from the smooth twin boundary migration in pure
g pillars. During twin growth, the flow stress stayed at the level of
400 MPa  with no obvious work-hardening. Compared with pure
g pillars, the yield and flow stresses of pillars containing particles

r rods were improved by ∼20%.

In WE54 pillars, the flow stresses were higher and the plastic

ow was smoother (Fig. 3(b)). In the pillar with isolated prismatic
lates (Supplementary Video S3 and Fig. S7(a)), the formation of
T was delayed to after 8% engineering strain. At this time, the cor-
E54 pillar with plate-network or in (d) GWZ931 pillar with LPSO lamellae, DT is

ch is parallel to the
{

0002
}

plane (basal) of Mg.  The observation (electron beam)

 scale bars, 200 nm.

responding stress approached ∼500 MPa. In the pillar with plates
that formed a network (Supplementary Video S4 and Fig. S7(b)), no
twin formed and remarkable work-hardening could be observed
after yielding. The peak stress was  ∼600 MPa  (engineering strain
∼10%). After that, the stress decreased, which might be related to
the shearing of one plate.

High stresses could also be sustained in GWZ931 pillars
(Fig. 3(c)). In the case with a few LPSO layers (Supplementary Video
S5 and Fig. S8(a)), a twin formed then expanded under the stress
of ∼500 MPa. Very interestingly, increasing the number of LPSO
layers (increasing volume fraction) was able to further suppress
DT. This was accompanied by remarkable strengthening: the yield
stress and flow stress reached ∼620 MPa  and ∼700 MPa, respec-
tively. From the in situ video (Supplementary Video S6 and Fig.
S8(b)), only two  small twins appeared. The first twin formed well
beyond yielding, after ∼4% engineering strain had already set in.
This small twin terminated at one of the LPSO layers and did not
grow further upon continued loading. Another small twin formed
at ∼5% strain, and grew with increasing applied strain.

3.3. Strain-component analysis
Both the visual in situ observations and the mechanical data indi-
cate that the remarkable strengthening arises from the suppression
of DT. To demonstrate that strengthening indeed originates from
the switch in plasticity mechanism, we have carried out a “strain-
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ig. 3. Stress-strain curves of tested pillar with various precipitate morphology. (a) Z
he  twin formation.

omponent analysis” in Fig. 4, which displays the contribution of

lastic strain (εelastic), dislocation-slip mediated strain (εdislocation)
nd twinning mediated strain (εtwin) to the total engineering strain
εtotal) along the compression direction in the four pillars as shown
n Fig. 2. All horizontal axes start from 1.5% to avoid the complex

ig. 4. Strain-component analyses demonstrating the trend that the suppression (promo
roportion of εelastic, εdislocation and εtwin in the εtotal along the programed straining process
late-networks (c) and lamellae (d).
6 and pure Mg pillar. (b) WE54 pillars. (c) GWZ931 pillars. The hexagram represents

stress and strain condition when the indenter just contacts the pil-

lar. The flow stress is seen to scale inversely with the contribution
of twinning to the total plastic strain. For example, in pure Mg  pil-
lars (Supplementary Materials Fig. S10) and pillars with particles
or rods (Fig. 4(a) and (b)), twinning starts at 1–2% strain and dom-

tion) of DT (dislocation slip) corresponds to higher strength. Diagrams showing the
, overlapped with the flow stresses, in four tested pillars with particles (a), rods (b),
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nates the plastic strain; this profuse twinning corresponds to a
elatively low flow stress in a range of 250–400 MPa. It should be
oted that the compressive loading direction was  not always per-

ectly parallel to the basal plane. As a result, a small degree of basal
lips is expected in the present experiments. In contrast, in the pillar
ith plate-network, DT was completely suppressed and dislocation

lips dominated the plastic strain. The absence of twinning is tan-
amount to a much higher flow stress (Fig. 4(c)) and stronger strain
ardening. Similarly, in the pillars with lamellar structures, only a
mall amount of twinning occurred after 4% strain and dislocation
lip was the dominant plasticity carrier. The flow stress sustained
ent up to ∼700 MPa  (Fig. 4(d)).

.4. Strengthening factors

The high strength obtained in our tested pillars can be attributed
o the following factors: sample dimensions, solute atoms and pre-
ipitates. First, sample size effect. In accordance with the trend of
smaller is stronger [32]”, the strength of micro-/nano-scale sam-
les that have similar sizes for our pillars, was generally higher than
hat in bulk scale samples. However, the scale of ∼102 nm was  not
mall enough to eliminate the

{
101̄2

}
DT. Twinning still dominated

he plastic deformation in our pure Mg,  Mg-Al and Mg-Zn pillars.
Second, solute atoms. In our experiments, because DT was still

ominant in rare-earth (RE) free pillars, but suppressed in Mg-RE
illars (Mg-Y-Nd and Mg-Gd-Y-Zn), here we focused on Y, Nd and
d. Such RE elements were found to have a strengthening effect

or Mg  alloys [33]. For Y, a high content of Y solutes was reported
o reduce

{
101̄2

}
DT [34]. The effect of Nd can be neglected here

ecause they are expected to be completely consumed in forming
recipitates [35]. For Gd, it has been reported that Gd dissolved

n matrix couldn’t obstruct the twin growth until they segregated
n the twin boundary after annealing [36]. Therefore, in our WE54
nd GWZ931 pillars, Y was expected to contribute to the suppres-
ion of DT. This could be one reason for the generally higher stress
equired for DT in Mg-RE pillars than in RE-free pillars. Never-
heless, in Mg-RE pillars, once nucleated, twin could still expand
o large volume (Figs. S7(a) and S8(a)). Further suppression of DT
equired the optimization of precipitate morphology.

Third, precipitates. Since all WE54 pillars and GWZ931 pillars
ere fabricated from the same WE54 sample and GWZ931 sample,

espectively, the solute species and concentration should be the
ame. Therefore, the change of DT behavior and strength should
esult from the change of precipitates only. In the WE54 pillar with
wo isolated prismatic plates,

{
101̄2

}
DT could still nucleate and

row (Fig. S7(a)). The failure in suppressing
{

101̄2
}

DT by pris-
atic plates was also reported in Ref. [10,14]. In contrast, in the
E54 pillar with plate-network, no

{
101̄2

}
twin could be detected

Fig. S7(b)). Since such network structure (like a honeycomb) was
nly occasionally observed in local areas [37], the suppression of
101̄2

}
DT was not observed in bulk WE54 alloys.

In GWZ931 pillars, the general trend is that high volume fraction
f LPSO precipitates leads to less DT and higher flow stress. In the
illar shown in Fig. S9(d), there are three LPSO lamellae at left that
re much thicker than the other two lamellae and all the lamellae in
ther pillars. In this pillar, twin was fully suppressed, and the high-
st strength was achieved (Fig. S9(e)). In contrast to the isolated
articles, rods and plates, the LPSO lamellae have a high aspect
atio. First, this geometric configuration may  provide large internal
tress against the twin thickening [7,20]; Second, such wall-like
arriers make it difficult for a twin to bypass or envelope, much
ike stopping flooding using a dam. Third, when the LPSO lamella
ncompasses the entire cross-section of the pillar, the Mg  matrix
s divided into nanoscale volumes (similar condition can also be
eached by plate-networks). This imposes elastic and geometric

[

[

[
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constraints on DT. In metals with hexagonal close packed struc-
ture (e.g. Mg), DT is known to be much more grain size aware than
the dislocation slip [38]. In small volumes the nucleation stress for
DT would dramatically increase, giving way  to dislocation slip as
the dominant plastic carrier. One can expect that DT will be effec-
tively suppressed when the spacing between each LPSO lamella is
smaller enough (akin to grain refinement). Moreover, the proba-
bility of a twin being arrested will increase when the LPSO lamella
possesses larger area. Therefore, LPSO lamellae with fine spacing
and large area (encompasses the entire grain) could be the effec-
tive strengthening structure to reduce DT and enhance the strength
of Mg  alloys.

4. Conclusion

Our systematic dataset verified the proposal in Fig. 1, which
inspires future designs of high strength Mg alloys. One desirable
microstructure that comes to mind is the honeycomb arrange-
ment of prismatic plates, which has been occasionally observed
in local areas in Mg-Sm alloys [39] or in Mg-Y-Nd alloys [40]. Note
that prismatic plates also have a strong obstructing effect on basal
slips [8,10]. The next step is to understand the general conditions
needed for the widespread formation of such three-dimensional
network microstructure in Mg  alloys. Finally, we note that the in situ
testing-imaging methodology in the present work enables a fast
screening of potential strengthening microstructures, and as such
represents a step-forward in implementing the strategy prescribed
in the “Materials Genome Initiative” for accelerating the design of
high-performance alloys.
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